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List of test items: 

No. Test Items Requirement + Test Result 

1 Entrusted Test Customer requirements See below 

Subcontract 
Whether parts of tests for the product have been subcontracted to other labs:  

 Yes              No 
If Yes, list the related test items and lab information:  
Test items: --- 
Lab information:  --  
 
Remarks:  
 
1. All models have the same circuit and construction, except different appearance. 
2. Full tests were performed on model MO7380. 
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1. Performance Test (Client’s Specification) 
 
Criteria: The sample shall perform its intended use after 50 cycles test according to instruction sheet 
provided. 
 
Instruction provided by client: 
1. Flex the inside metal-chip a few times until the pack starts to crystalize and heat up and harden. 
2. Gently knead the hardening liquid 
3. Fully immerse the Warmer into a pot of boiling water for approximately 10 to 20 minutes until all crystals in 
the pack have disappeared 
 
Sample Heat Pad 
 
Result: The sample met the requirement. 
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Photo Documentation : 
 
 

 
Photo 1 -- Sample 

 

 
Photo 2 -- Sample 
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Photo 3 -- After the test 
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